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COATING CAPABILITIES

Features

@ Highly Reflective, Partially Reflective,
Filter Coatings

@ Standard and Custom Coating Designs
® Spectral range: 250 nm to 4000 nm

Laser Line, Multiple Wavelength and
Broadband Coatings

® High-LIDT Coatings, Optimized for
Ultrafast Lasers

® Prototype to Volume Production

At EKSMA Optics, we specialize in providing a
wide range of custom-tailored optical coatings
on both standard and custom substrates.

Our team of optical engineers is dedicated

to delivering coatings that are specifically
designed to meet your unigue requirements.
Whether you need coatings for high power

Standard Capabilities

laser applications, imaging systems, or other
optical devices, we will work closely with you
to optimize the coating design. By considering
factors such as laser wavelength, desired
reflection/transmission values, and angle

of incidence, we ensure that the coatings
perfectly align with your application needs.

Up to 99.95% for laser line coatings

Reflectivity

Up to 99.5% for broadband coatings

Spectral range

250 nm to 4000 nm

Coating technologies

lon Beam Sputtering (IBS), E-beam with IAD

_ 355 nm >10J/cm?, 10 ns, 20 Hz
- i 515,532 nm >20J/cm?,10 ns, 20 Hz
z Quallty COhtrOl Laser damage threshold for HR coatings
| . . 800 nm >10J/cm?, 10 ns, 20 Hz
= All components provided by EKSMA Optics are 1030, 1053, 1064 nm 50 J/cm2, 10 ns, 20 Hz
m subject to quality testing and certifications in
[a)
g quality control laboratories.
o
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E ® Spectral characteristics De5|gn Examples
@ @ Surface flatness and transmitted wavefront
— distortion Low GDD Ultrafast Mirror, HR>99.5% @ 760-840 nm, AOl=45°
o
3 ® Surface quality and coating adhesion 100
Q . . 80 - Polarization —
- @ Environmental exposure testing 80 .
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of Standard Substrates
® Curved Windows (p 1.5)

@ Elliptical Windows (p. 1.7)

® Flat Windows (p. 1.8)
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Number of pulses

Measured at 800 nm, 50 fs, 50 Hz
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ANTI-REFLECTION COATINGS

These multilayer anti-reflection coatings are optical systems rather than being lost to glare
designed for reducing the reflectivity of a and scatter. Our AR coatings are intended
component to near-zero for one very specific for use at normal incidence, and when used
wavelength. Therefore, valuable laser energy in this way will achieve maximum efficiency
is efficiently transferred through complex transmission.

LASER LINE ANTI-REFLECTION COATINGS

Standard Laser Line Anti-Reflection Coatings IBS Laser Line Anti-Reflection Coatings
waveengtn,  FETCH L DRt coutng  Prce R [ woeteng, Telecton LseDanae cong e R
(AOI=0°) J/em2 @254 @50.8 (AOI=0°) @254 @50.8

266 R<0.4% 2 AR266 54 67 266 R<0.2% 35 AR266HT | 135 250
333-353 R<0.5% 3 AR343 35 60 333-353 R<0.2% 4 AR343HT | 135 250
355 R<0.25% 4 AR355 35 60 355 R<0.2% 4 AR355HT | 135 250
380-420 R<0.5% 3 AR400 35 60 380-420 R<0.2% 4 AR400HT | 105 180
500 - 530 R<0.3% 5 AR515 35 60 500 - 530 R<0.1% 7 AR515HT | 105 180
532 R<0.2% 5 AR532 35 60 532 R<0.1% 7 AR532HT | 105 180
760 - 840 R<0.4% 8 AR800 42 67 760 - 840 R<0.1% 10 AR80OHT | 105 180
1000-1060 | R<0.3% 10 AR1030 35 60 1000-1060 = R<0.1% 15 ART030HT | 105 180
1064 R<0.2% 20 AR1064 35 60 1064 R<0.1% 15 AR1064HT | 105 180
*Measured at design wavelength, 10 ns, 50 Hz. 1530-1570 R<0.1% 10 AR1550HT 105 180
1530-1570 | R<0.01% 10 AR1550HHT | 155 285

Other laser line coatings are available for the wavelength range from 193 nm to 12 pm.

DUAL BAND ANTI-REFLECTION COATINGS

Standard Dual Band Anti-Reflection Coatings IBS Dual Band Anti-Reflection Coatings
ovelengn, Jefecton Lo Oamage conng  Pice it [ woveeng, [efecon Lot Daege g P EUR
(AOI=0°) J/em2 @254 ©50.8 (AOI=0°) J/cm2 @254 ©50.8
343+515 R<0.5% 2 ARD515 | 54 84 400+800 | R<0.2% 4 ARD8OOHT = 125 | 205
355 +532 R<0.5% 2 ARD535 | 54 84 515+1030 | R<0.1% 10 ARD1030HT | 115 195
515+1030 | R<0.5% 4 ARD1030 | 42 67 53241064 | R<0.1% 10 ARD1064HT | 115 195
532 +1064 R<0.5% 4 ARD1064 42 67 * Measured at design wavelength, 10 ns, 50 Hz.

Other dual band coatings are available in the wavelength range from 193 nm to 12 um.

BROADBAND ANTI-REFLECTION COATINGS

Standard Broadband Anti-Reflection Coatings IBS Broadband Anti-Reflection Coatings
Wavelenty, Fflecon Loromage  couing  Prce it [ wveengtn, fefecton Lot Daage g P R
(AOI=0°) Jiem2 @254 2508 (AOI=0°) Jem2 @254 (508

210 -400 R<2% 1 ARB300 84 102 700 -900 R<0.1% 5 ARB80OOHT 115 195
400-700 | R<0.9% 2 ARB550 67 80 900-1100 | R<0.1% 5 ARB1000HT | 115 195
350-900 R<1.5% 2 ARB625 72 94 * Measured at design wavelength, 10 ns, 50 Hz.

650-1100 | R<0.7% 3 ARB825 73 86
700-900 | R<0.5% 3 ARB800 60 82

1050-1700 | R<0.7% 2 ARB1375 91 107

Other broadband coatings are available for the wavelength range from 193 nm to 12 pm.
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ﬁ ARB1375. R<0.7% @ 1050-1700 nm, AOI=0°. ARB625. R<1.5% @ 350-900 nm, AOI = 0°. ARB550. R<0.9% @ 400-700 nm, AOI = 0°.
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@ METALLIC COATINGS
&
m
=
ES Protected metallic coatings provide a moderate level of reflection 100 —
[a]
g over a very broad spectral range and are widely used as mirrors. These
§ coatings are protected by a thin layer of dielectric material in order 80
g to make them durable. Enhanced metallic coatings provide greater protected aluminum
v reflection across the operating bandwidth. These coatings are enhanced = 60 protected silver
- . . . . < protected gold
- by adding a multilayer dielectric stack. g
m [7)
§ Metal coatings modify the state of polarization of an incident beam of T 40
= light and are therefore inappropriate for most polarization sensitive
- applications. 2
o
=
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Z 0 200 400 600 800 1000 1500 2000
v Wavelength, nm
g
= Features Average Laser Induced Damage ;
a i Price, EUR
z WavenI:1ngth, reflection, Threshold at 1064 nm, Ez::;:g
9 ® Protected gold % 50 Hz, 11 nsec, J/cam2 225 250
wv
9 . L
T ® Protected aluminium 250-350 >88 UV enhanced aluminium 0.25 0005 41 52
v dsil 450-650 >91 VIS enhanced aluminium 0.25 0010 30 40
n © Protected silver 300-IR >86 Protected aluminium 0.25 0015 | 20 28
® Enhanced aluminium 400-IR >96 Protected silver 1.8 0025 67 76
900-IR >98 Protected gold 1.0 0030 98 107

Please contact us for other wavelengths and AOI’s.
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